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3 ‐ 5, 18 Redland Drive
Mitcham,  Vic,  3132
Telephone: (03) 9874 1988
Fax:            (03) 9874 1933

Reservoir

Victoria 3073
A en on: Tony Dunn

SAMPLES:

DATE RECEIVED:

DATE COMMENCED:

METHODS:

RESULTS: Please refer to a ached pages for results.

REPORTED BY:

 

9‐11 Hillwin St

5‐Jun‐2015

One sample was received for analysis

9‐Jun‐2015

CERTIFICATE OF ANALYSIS

Michael Jeddou

See A ached Results

Senior Chemist

This sample was found to have a formaldehyde emission rate which was lower than the E1 limit of 3.5 mg/m2/hr by EN 717‐2.

Note: Results are based on samples as received at SGS Leeder Consul ng's laboratories

Goldenfield Corp

17‐Jun‐2015

REPORT NUMBER: 

Site/Client Ref:

M150900D

VOC

This report has been prepared in accordance with the quality system of 

SGS Leeder Consul ng and may not be reproduced except in full.
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(I) RESULTS Report N°: M150900D

Matrix: Solid

Method: VOC Emmisions (µ‐Chamber) (ASTM D5116/D7706)

Sample units are expressed in mg/m²/hr

Analyte Name PQL

Client ID

Leeder ID

Sampled Date

0.56 nd0.01Formaldehyde

Blank

Method

2015014173

8mm Laminate
`Green Earth`

2015011655
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Report N°: M150900D

QUALIFIERS  /  NO TES  FOR  REPORTED  RESULTS
 
PQ L  Practic al  Quant ita ti on   Lim it  
 
nd   N ot Detect ed  –  The  an a lyt e  was  no t d et ected  above  th e  rep ort ed  PQ L.  
 
is   Insuffic ient Sample  to  per form   thi s ana lys i s.  
 
T   Tent at ive   ident ific at ion  based  o n  c omput er l ibr a ry  search  of mass  spec tra .  
 
NC   N ot  ca lcul at ed  and /or Result s  below  PQ L 
 
NV   N o  Vacuum ,  C an ister  rece i ved  ab ove  standard  a tmo spher ic p ressure 
 
nr   N ot Request ed  for  ana ly sis .    
 
R  R ejected  Resul t –   result s  for  th is  ana ly sis  fa il ed  QC c heck s.  
 
SQ  S em i‐Quanti ta tiv e  r esu lt –  quan tit at ion  based  o n  a  gener ic  respon se  fa cto r fo r t his  c la ss of ana l yt e.  
 
IM   Inappropr ia te  method  of an a lys i s  for  thi s  comp ound  
 
U     Un able  t o  p rov ide  Qu a lity  C ont rol  data  – high   level s of co mpou nds  i n  sample   int er fered  wit h  ana ly sis  o f  

QC  r esult s .  
 
UF   Un able  t o  p rov ide  Qu a lity  C ont rol  data ‐ Sur ro ga t es  fai led  QC check s  du e  to   samp le  matr ix effects  
 
L  Ana ly te  d etect ed  a t a  leve l  above  th e  lin ear  r esp onse  o f ca li bra t ion   cur ve.  
 
E   Estimat ed  r esu lt.  N ATA  acc redi ta tio n  d oes  no t co ver  estim at ed  r esu lts.  
 
C1     These  co mpou nds  c o‐elut e . 
 
‐‐   Par amet er N ot  Determ ined  
 
CT   E lev a ted  c oncen tr at ion . R esult s  repo rt ed  fr om  ca rbon  tub e  ana ly sis  
 
**   S amp le  sho ws  no n‐petroleu m  hydroca rb on  pro file  

 
 
 

This document is issued, on  the Client's behalf, by the Company under its General Conditions of  Service available on 
request and accessible at http://www.sgs.com/en/Terms‐and‐Conditions/General‐Conditions‐of‐Services‐English.aspx . 

The Client's attention is  drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. 
 
Any other holder of  this document is advised that information contained hereon  reflects the Company's findings  at the 
time of its intervention only and within the limits of  Client's  instructions, if  any. The Company's sole responsibility is to its 
Client and th is  document does not exonerate parties to a transaction from exercising all their rights  and  obligations under

the transaction documents 
 
This report must not be reproduced, except in fu ll.
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APPENDIX ONE. 
 
 
CHAIN OF CUSTODY DOCUMENT




